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Recently, spin selection rules have been invoked to explain the discrepancy between measured and calcu-
lated adsorption probabilities of molecular oxygen reacting with Al�111�. In this work, we inspect the impact
of nonadiabatic spin transitions on the dynamics of this system from first principles. For this purpose, the
motion on two distinct potential-energy surfaces associated to different spin configurations and possible tran-
sitions between them are inspected by means of the fewest-switches algorithm. Within this framework, we
especially focus on the influence of such spin transitions on observables accessible to molecular-beam experi-
ments. On this basis, we suggest experimental setups that can validate the occurrence of such transitions and
discuss their feasibility.

DOI: 10.1103/PhysRevB.81.035410 PACS number�s�: 31.50.Gh, 68.35.Ja, 68.43.Bc, 82.20.Gk

I. INTRODUCTION

Metal oxidation processes are of outstanding importance
in various industrial fields which range from combustion ca-
talysis to microelectronics. Accordingly, this research field
has attracted considerable scientific interest—both from ex-
perimentalists and theorists—over the last decades. Although
the most fundamental rules underlying such processes were
understood1 quite early, there still exist some not yet eluci-
dated phenomena, even for systems that appear utterly
simple at first sight. One of the most prominent and intrigu-
ing examples is the oxidation of the �111� surface of alumi-
num which exhibits various astonishing features. The expo-
sure of a clean aluminum surface to an oxygen atmosphere
leads to the growth of an oxide film, which then inhibits
further corrosion. In spite of the fact that the overall mecha-
nism for the formation of this Al2O3 stoichiometry has al-
ready been clarified by qualitative2 kinetic considerations,
the elementary key steps underlying this process are still
topic of a lively scientific debate.

For instance, scanning tunneling microscopy �STM� im-
ages obtained after exposing the clean aluminum surface to a
minute dosage of molecular oxygen show only single oxygen
atoms in an average distance of more than 80 Å from each
other3 on the surface. Various hypotheses, e.g., the subsur-
face migration of single oxygen atoms4 or a cannonball-like
abstraction dynamics5–7 of the impinging oxygen molecules,
have been proposed to explain this extraordinary finding. As
a matter of fact, even the validity of the original experiment
has been questioned.8 The contradictory nature of the pro-
posed mechanisms, which are all backed up by reasonable
scientific findings, already shows how complicated the ex-
perimental clarification of this issue is.

However, at first sight, the questions should be settled
easily by means of the current available simulation
techniques.9 Unfortunately, this is not the case for this par-
ticular system. Various studies carried out on the basis of
state-of-the-art adiabatic density-functional theory �DFT�
�Refs. 10 and 11� were not even able to qualitatively repro-
duce the low adsorption probability for thermal O2 molecules

at the clean aluminum surface found in molecular-beam
experiments.12 If even the simulation of such an elementary
key step of the reaction fails that dramatically, attempts to
model the more complex features of the dissociation dynam-
ics within the framework provided by DFT are foredoomed
to fail, too.

Recently, however, DFT calculations addressing potential-
energy surfaces �PESs� of fixed spin states were able to re-
produce the experimental data in a semiquantitative way.
These studies suggest that spin selection rules, which
hinder13 an adiabatic spin transition from the initial O2 gas-
phase triplet state to the singlet state of the adsorbed O at-
oms, are the rate-determining factor in this process. For these
investigations, a constrained density-functional theory
approach14 was employed to compute the PESs of O2 in
different spin configurations and the lowered adsorption
probability was then correctly reproduced when restricting15

the O2 molecules to move on the spin-triplet potential-energy
surface only.

Although these studies yield a more than qualitative cor-
respondence with the experiment with respect to the initial
sticking coefficient, they inherently incorporate an approxi-
mation that is ultimately not satisfactory. By restricting the
motion to the triplet PES alone, the impinging O2 molecules
are not able to relax to the correct final singlet state of the
adsorbed atoms while dissociating. Therefore, we extend
these previous studies by considering the dissociation dy-
namics on multiple spin potential-energy surfaces, allowing
transitions between them within the mixed quantum-classical
fewest-switches16 algorithm as proposed by Tully, which has
been successfully employed in the modeling of various17,18

molecule-surface processes before. As detailed below, we
can thereby reproduce the measured sticking coefficient and
thus reconfirm the earlier more restricted modeling. Addi-
tionally, our simulations allow to study the occurrence, the
nature, and the influence of the spin transitions in detail. On
the basis of these calculations, we were already able to
propose19 measurements that can clearly prove the nonadia-
baticity of the studied reaction. In this work, we further study
such potential experimental setups and especially focus on
their feasibility. Therefore, we explicitly inspect how various
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uncertainties underlying the theoretical modeling, as for in-
stance the frozen substrate approximation, could affect the
validation of our predictions by experiments.

The proposed measurements can verify the fundamental
assumption behind our approach that hindered spin transi-
tions are indeed the rate-determining factor in this process.
This is of particular importance due to the fact that
speculations20,21 have arisen which do not relate the low
sticking coefficient of thermal oxygen molecules to the non-
adiabatic dynamics. Rather, shortcomings of the state-of-the-
art but still approximative exchange-correlation GGA �gen-
eralized gradient approximation� functional employed in the
DFT calculations are held responsible for the discrepancy
found between the adiabatic simulations and the experiment.

In detail, in these studies, the dissociation of oxygen mol-
ecules at finite aluminum clusters Aln has been studied for
various exchange-correlation functionals. And indeed, acti-
vation barriers, which are not present on the adiabatic
O2 /Aln PESs obtained with GGA functionals, have been
found on the adiabatic O2 /Aln PESs when hybrid function-
als, i.e., the B3LYP functional in Ref. 20 as well as the
B3LYP and the BNL functional in Ref. 21 are employed.
However, one has to be aware of the fact that these calcula-
tions are far from being converged with respect to the cluster
size.20 Accordingly, any conclusions with respect to the
semi-infinite Al�111� surface drawn out of such calculations
should be taken with utmost caution. Unfortunately, this is-
sue is hard to settle theoretically since calculations with more
advanced exchange-correlation functionals are at present
computationally too involved for extended supercell geom-
etries. Furthermore, even still unresolved methodological
limitations exist in the case of range separated hybrid func-
tionals such as the BNL functional.21 In addition, one has to
be aware of the fact that, e.g., hybrid functionals do not
guarantee an improved description of the molecule-metal
surface interaction. Whereas hybrid functionals are definitely
superior to GGA functionals in the description of gas-phase
processes,22 they do not improve and can even deteriorate the
description of metal bulk, surfaces, and molecule-surface
reactions.23,24 Thus it is a formidable and at present intrac-
table task to verify or to falsify the findings in Refs. 20 and
21 in a purely theoretical approach. Certainly, this dictates
also further research along these lines. However, the herein
proposed experiments can clarify this severe doubt already
now and thus establish a solid founding for further research
on the complex phenomena associated with the oxidation of
aluminum surfaces.

In this paper, we will first review the ab initio methods
underlying the simulations in Sec. II. Since the DFT tech-
niques used for the calculation of the total energy of the
system as well as the techniques employed to interpolate this
set of data to a smooth potential-energy surface have already
been discussed in detail14,25 before, we will focus on the
method used to calculate the dynamics on multiple potential-
energy surfaces, i.e., Tully’s fewest-switches16 algorithm. Es-
pecially, we will discuss the nature of the simulated elec-
tronic states and the nonadiabatic coupling between them. In
Sec. III, we will then present the results of such simulations,
whereby a special focus lies on the occurrence and on the
role of the nonadiabatic transitions. In this context, we will

also propose possible experimental approaches able to iden-
tify the presence of the spin transitions and will discuss their
potential to validate our predictions. We especially focus on
the uncertainties underlying the employed theoretical ap-
proach and try to quantify them by additionally inspecting
the influence of different coupling strengths and the role of
the surface mobility.

II. THEORETICAL METHODS

A. Mixed quantum-classical dynamics

When inspecting the dynamics of a system that includes
nonadiabatic transitions, the electronic and nuclear degrees
of freedom cannot be tackled independently and subse-
quently, as done in the Born-Oppenheimer approximation.
Unfortunately, a full quantum dynamical description of both
the electronic and nuclear degrees of freedom is computa-
tionally far too demanding for the present system. However,
for the nuclei, usually a classical treatment is sufficient. Still,
the fast electronic and slow nuclear degrees of freedom have
to be inspected simultaneously, whereby a mutual self-
consistent feedback between them is crucial26 to achieve a
correct description of the system. In this work, we employ a
mixed quantum-classical method, namely, the fewest-
switches surface-hopping algorithm as proposed by Tully,16

to achieve this goal. For a concise summary of this approach,
the total Hamiltonian for a system including electronic �r�
and nuclear �R� degrees of freedom,

H = TR + Tr + Vr + VrR + VR = TR + Hel�r,R� + VR, �1�

will serve as a starting point. In Eq. �1�, T denotes the
kinetic-energy operators, V the respective electrostatic poten-
tials, and all terms depending on the electronic coordinates
are subsumed in Hel. The total wave function for this system
can then be expressed as

��r,R,t� = �
i

ci�t��i�r,R� , �2�

whereby the basis functions �i�r ,R� used in the expansion,
also referred to as electronic states in this work, are not nec-
essarily eigenfunctions of the electronic Hamiltonian Hel. For
each of these basis functions, we can derive a Hamilton-
Jacobi equation for the nuclear dynamics, in which the po-
tential

Vii�R� = ��i�r,R��Hel�r,R� + VR��i�r,R�� �3�

resulting from the integration over the electronic degrees of
freedom indicated by the bra-ket notation is specific to the
thereby employed basis function �i�r ,R�. Consequently, an
equation of motion for each particular electronic state in-
cluded in the expansion �2� can be derived. Whenever the
nuclear masses of interest are significantly larger than the
one of hydrogen, so that quantum effects in the dynamics of
the slow degrees of freedom can be safely neglected,27 the
motion can be described by classical equations of motion
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M
d2

dt2R = − �RVii�R� . �4�

Still, these equations do just describe the motion on one
single PES but not the transitions between different PESs.

If we insert the full expansion �2� into the time-dependent
Schrödinger equation associated with the Hamiltonian H, we
gain a set of coupled differential equations16,17

i�ċk = �
j

cj�t��Vkj�R�t�	 − i�Ṙ�t� · dij�R�t�	
 , �5�

which describe how the expansion coefficients related to the
individual electronic states evolve along a trajectory R�t�.
Beside the nondiagonal potential matrix elements Vkj�R�t�	,
also the nonadiabatic coupling vector

dij�R� = ��i�r,R���R�� j�r,R�� , �6�

which designates the dependence of the chosen basis func-
tions �i�r ,R� on the nuclear positions, enters the equations.
By integrating Eq. �5� along a trajectory, the changes in the
occupation of the different electronic states during the dy-
namics, i.e., the time evolution of the diagonal elements aii�t�
of the density matrix aij�t�=ci�t��cj�t�, can be inspected for a
specific trajectory.

This fact can be exploited to combine Eqs. �4� and �5� to
a surface-hopping method. At each time step �t, the system
is in exactly one electronic state k that determines which
potential Vkk is used in Eq. �4� to compute the classical tra-
jectory. On the other hand, the complete set of Eq. �5� is
integrated along the trajectory to determine the occupation in
all electronic states of the expansion. If by any chance an-
other electronic state from the one that actually determines
the nuclear dynamics becomes dominant, the trajectory
“switches” to this state. From then, this new state will deter-
mine the potential in the nuclear equation of motion as long
as no other switch occurs. To actually decide whether and
when such a “surface hop” occurs, a Metropolis28-like algo-
rithm is combined with the switching probability proposed
by Tully16

Pk→j�t� =
ȧjj�t�
akk

�t . �7�

This so-called fewest-switches approach, which distinguishes
this method from comparable surface hopping approaches
�see Ref. 26 and references therein�, fulfills two essential
conditions. For a large number of computed trajectories, the
population in each state statistically matches the probabilities
given by the density matrix aii. Thereby, this distribution is
achieved with as few surface hops as possible. Please note
that this algorithm allows switches to occur at any point
along the trajectory R�t� even if the potential energies differ
�e.g., �V=Vjj�R�−Vkk�R��0	. For such surface hops with
�V�0, special care has to be taken with respect to energy
conservation. If the kinetic energy of the nuclei is smaller
than the potential difference �TR��V�, the switches are re-
jected. Conversely, if the potential-energy difference is larger
than the kinetic energy �TR��V�, the velocities have to be
rescaled to fulfill TR

j −TR
k =−�V. This constraint is not unique

because the direction of the velocity adjustment can be cho-
sen freely. Considerations from semiclassical theory suggest
to rescale the velocities along the nonadiabatic coupling vec-
tor, since the forces associated with nonadiabatic transitions
typically29,30 point in its direction.

Although the herein given description of the fewest-
switches method is adequate to understand the calculations
presented below, it is certainly not exhaustive. The interested
reader is referred to the original publications describing this
method.16,26,31

B. Inspected electronic states

The first essential step in the simulation of nonadiabatic
reactions with the surface hopping method is the identifica-
tion of the electronic states of interest, i.e., the basis used for
the expansion �2�. Since a distinct PES Vii�R�, which has
usually to be calculated individually under huge numerical
effort, is associated to each one of these electronic states, it is
desirable to achieve a correct description of the system with
as few expansion terms as possible. Fortunately, the inclu-
sion of the adiabatic ground state and one additional excited
state is typically already sufficient to model nonadiabatic
processes accurately.26 In our case, an analysis of the adia-
batic calculation—a so-called diabatization—serves as a
starting point for the determination of the electronic states
that are relevant in the inspected system’s dynamics, since
such a diabatic32 representation allows for a more natural
and intuitive interpretation of the occurring electronic transi-
tions.

As shown for an exemplary geometry in Fig. 1, the PES
associated with the initial state of the reaction, i.e., the triplet
ground state of the isolated oxygen molecule, resembles the
adiabatic ground-state PES closely at large molecule-surface
distances and is thus the first state included in the surface-
hopping approach. Not too surprisingly, this triplet PES does
not coincide with the adiabatic PES in the limit of small
oxygen-surface distances. In this final state of the reaction,
the dissociated oxygen atoms adsorbed on the surface exhibit
a singlet-type ground-state electronic structure, whereby an
additional charge transfer10,14 from the surface onto the mol-
ecule occurs. Although there might be multiple charged
states of the oxygen molecule involved33 in the actual elec-
tron transfer process, we can qualitatively incorporate such
effects in this schematic model by one effective PES. This
so-called ionic PES resembles the adiabatic potential closely
in the late part of the dynamics and approaches the lowest-
lying charge-transfer state in the vacuum limit. Its respective
energy gap can be estimated from the clean aluminum sur-
faces work function and the isolated oxygen molecules elec-
tron affinity to be 4 eV with respect to the triplet ground
state. In between these two states, two additional singlet
states of the neutral oxygen molecule, i.e., the 1�g and the
1�g

+ states, are located. Although these two states do neither
correspond to the initial nor to the final state of the reaction,
they play a crucial role in the dynamics. In the proximity of
the barriers present on the triplet PES, they definitely are as
relevant as the respective triplet and ionic PES, since they
exhibit comparable curve crossings with the triplet state.
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It would certainly be desirable to include all of these ex-
cited states in the simulation of the nonadiabatic dynamics.
However, even the first-principles calculation of one single
PES alone is utterly costly in terms of computing power. But
even more importantly, the 1�g and the 1�g

+ states exhibit a
strongly correlated, multideterminant wave function14,15,34

that is not described correctly by single-determinant theories
such as Hartree-Fock and DFT. As a matter of fact, the cur-
rent exchange-correlation functionals, which do not depend
on the symmetry of the electronic structure, do not allow to
discriminate35,36 between the 1�g and the 1�g

+ states at all.
This becomes evident already when inspecting the isolated
oxygen molecule by an adiabatic non-spin-polarized DFT
calculation, which must yield a singlet state by construction.
In this approach, however, the respective wave functions of
the two singlet states mix37 in equal parts, so that the result-
ing triplet-singlet gap lies between the correct values that are
associated with the 1�g and the 1�g

+ states, respectively.
When additionally including the aluminum slab in such an
adiabatic non-spin-polarized DFT calculation, the actual
triplet-singlet gap is lowered due to a spurious and unphysi-
cal charge transfer from the surface that occurs even at large
molecule-surface separations. The current GGA exchange-
correlation functionals erroneously favor such a charge sepa-
ration due to their incorrect convexity with respect to frac-
tional charges.38 As a consequence, the thereby computed
PES mimics the first-excited 1�g singlet state at large dis-
tances from the surface, as shown in Fig. 1. In the proximity
of the surface, this PES coincides with the one associated
with the adiabatic ground state, since the charge transfer be-
tween oxygen and aluminum is not restrained in the under-
lying adiabatic non-spin-polarized DFT calculations. Thus,
such an approach enables us to effectively describe both the
charge-transfer effects close to the surface as well as the
influence of the neutral singlet states within one single PES.
However, such an approximative but still adequate descrip-
tion of the manifold of excited states also has some draw-
backs. For the calculation of the coupling elements, we have
to disentangle the contributions from the various electronic
states once again, as discussed in the next section.

For the sake of readability, the adiabatic spin-polarized
PES will henceforth be referred to as “adiabatic,” the con-
strained spin-polarized triplet PES as “triplet,” and the
adiabatic non-spin-polarized PES as “singlet.” All three
potential-energy surfaces, which explicitly depend on the
six degrees of freedom of the oxygen molecule, have been
constructed in the frozen substrate approximation by inter-
polating large sets of ab initio data obtained with the
RPBE exchange-correlation functional.39 A detailed discus-
sion of the underlying constrained and unconstrained DFT
simulations,14,15 of the neural network interpolation25 and of
the dynamics on a single PES,13,15 can be found in the cited
publications.

C. Coupling

For the derivation of the coupling elements, we will again
rely on the diabatic representation �see Sec. II B� of the trip-
let and the singlet states ���t� , ��s��, for which the nonadia-
batic coupling vector

dts�R� = ��t��R��s� = 0 �8�

vanishes exactly at each point in space due to the trivially
fulfilled orthogonality of the respective spinors. Conse-
quently, the evolution of the density matrix in Eq. �5�—and
hence the electronic transitions—is completely determined
by the PESs and the nondiagonal elements of the electronic
Hamiltonian

Vts = ��t�He��s� . �9�

To disentangle the various interactions contributing to this
coupling, we decompose the singlet wave function, which is
actually a mixture of three distinct states �see Sec. II B�, into
its individual components

�s = A� 1
�2

��� + ��� + B�ion, �10�

i.e., the first-excited 1�g singlet state ��, the second-excited
1�g

+ singlet state ��, and the “ionic” state �ion, which adia-
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FIG. 1. �Color online� Schematic plot of the potential-energy surfaces along the minimum-energy path in the triplet state for dissociation
in parallel alignment over the fcc site. Beside the adiabatic �spin-polarized�, the triplet �constrained spin-polarized�, and the singlet �adiabatic
non-spin-polarized� PESs, which have been determined by means of DFT, also the expected functional form of the potentials associated with
the first two excited singlet states and the so-called “ionic” state are shown in �a�. In �b�, the lower and the upper bounds derived for the
coupling of the triplet and the singlet PES are plotted along the minimum-energy path of �a�.
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batically incorporates all charge-transfer effects and is iden-
tical to the singlet ground state close to the surface �see Sec.
II B�. Thereby, the complex parameters A and B are deter-
mined by the adiabatic mixing of the neutral and the ionic
states described before.

In a first step, we neglect the contributions arising from
the coupling to the ionic state and focus on the isolated mol-
ecule in the vacuum limit, where no charge transfer is sup-
posed to happen. Under these assumptions, the coupling can
be simplified to

Vts =
1
�2

���t�He���� + ��t�He����� . �11�

Since the spinors present on the left- and on the right-hand
sides of the Hamiltonians in Eq. �11� are orthogonal to each
other, the only interaction that does not vanish in the evalu-
ation of this matrix element is the spin-orbit coupling �SOC�

Vts =
1
�2

���t�VSOC���� + ��t�VSOC����� . �12�

The first of the two coupling terms in Eq. �12�, i.e., the SO
coupling of the triplet ground state to the first-excited 1�g
singlet state, vanishes in first-order approximation, since se-
lection rules prohibit a direct mixing of the two states.40,41

Solely, an indirect coupling42,43 through the highly-excited
3�g state, which is at least 2 orders of magnitude smaller
than the direct SO coupling of the triplet ground state to the
1�g

+ state discussed below, is possible. Thus, the overwhelm-
ing portion of the spin-orbit coupling is provided by the sec-
ond term, i.e., the SO coupling of the triplet ground state to
the second-excited 1�g

+ singlet state. For the isolated oxygen
molecule, this nondiagonal matrix element has been calcu-
lated as a function of the oxygen-oxygen distance with the
SOC module44 provided by the quantum chemical simulation
package MOLPRO �Ref. 45� on the basis of wave functions
determined46 by multireference configuration interaction47

before. The thereby determined coupling Vts—as well as the
derived lifetime of 11.16 s for the 1�g

+ state—is in excellent
agreement with experimental and theoretical data found in
literature.40,41,48 With respect to the oxygen-oxygen separa-
tion, which is the only degree of freedom the coupling actu-
ally depends on in these calculations, it is a linear, slowly
decreasing �almost constant� function, even up to huge sepa-
rations �see Fig. 1�. If actually a factual dissociation of the
isolated molecule does not affect this coupling, also the in-
teraction with the aluminum, which exhibits only a small
SOC �Ref. 49� due to its low mass, will not alter it signifi-
cantly. Consequently,

Vmin =
1
�2

��t�VSOC���� , �13�

the absolute value of which is plotted in Fig. 1, can be re-
garded as a lower bound for the true coupling present in the
system.

On the basis of this minimal coupling determined above
and the PESs described in Sec. II B, we can construct the
diabatic potential matrix

H = ���t�He��t� ��t�He��s�

��s�He��t� ��s�He��s�
 = � Et Vmin

Vmin
� Es

 �14�

and diagonalize it to obtain the respective adiabatic represen-
tation of the potentials

Eadia =
1

2
�Es + Et 	 ��Es − Et�2 + 4�Vmin�2	 �15�

for this minimal coupling. Due to its minute value, however,
only a small deviation from the diabatic potentials occurs at
all, as already evident from the minute gap of approximately
2Vmin�30 meV at the avoided crossing point. This fact also
highlights the main shortcoming of this minimal-coupling
element. The minute splitting at the avoided crossing is not
able to recover the adiabatic ground-state potential that has
been determined by the unconstrained DFT calculations be-
fore. However, this fact also allows to turn the tide. By forc-
ing the left-hand side of Eq. �15� to correspond to the adia-
batic potential determined by DFT before, we can invert the
diagonalization to obtain a complementary value for the cou-
pling element

�Vmax� = �EsEt − EsEadia
DFT − EtEadia

DFT + �Eadia
DFT�2. �16�

In contrast to the one-dimensional minimal coupling, this
coupling term �Vmax� is a true six-dimensional function of the
oxygen coordinates, since the inverse diagonalization �16�
can be evaluated at each point in space for which respective
triplet, singlet, and adiabatic potential values are available.
Accordingly, this coupling also depends on the respective
rotational and center-of-mass degrees of freedom so that it
does not exhibit such a constant behavior along the
minimum-energy path as the SOC �see Fig. 1�. Due to the
spurious charge transfer occurring in the adiabatic calcula-
tions, however, this maximal coupling does not vanish in the
vacuum limit as one would expect. Additionally, the inverse
diagonalization procedure itself is generally expected to
overestimate the coupling,50 so that Vmax can be regarded as
an upper bound for the true coupling present in the system.
In fact, we believe that the maximal coupling is closer to the
true coupling strength than the minimal coupling.

In the case of such a maximal coupling, a diagonalization
of the respective diabatic Hamiltonian matrix yields a
ground-state potential that resembles the adiabatic PES ex-
actly, as required by construction. Consequently, all barriers
previously present in the diabatic picture vanish as well, so
that surface hopping simulations of thermal molecules, for
which the diabatic calculations yield a sticking probability of
2% �see Sec. III A�, lead to a constant sticking coefficient of
100% in the adiabatic picture. This alarming discrepancy be-
tween the two representations can be traced back to our ap-
proximative description of the manifold of excited states by a
single effective PES. In the limit of a large coupling, our
model describes the two-level system consisting of the triplet
and the ionic states, but does not account for the presence of
the other two neutral singlet states.

In the diabatic picture, this is indeed a justified approxi-
mation since due to the minute coupling the two singlet
states just provide for a negligible amount of additional
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nonadiabatic transitions with respect to the ionic state. This
is no longer true in the adiabatic picture. In this representa-
tion, the potential-energy surfaces of states that are strongly
coupled are also strongly distorted at avoided curve cross-
ings. The smaller the coupling of the respective states is in
the diabatic picture, however, the more probable transitions
between the adiabatic PES become. By not including the
singlet states and their minute coupling in the adiabatic
representation of our two-level model, we are de facto ignor-
ing the adiabatic PES that matters most, i.e., the one to
which a transition will almost certainly occur at the avoided
crossing. To avoid these problems without the cumbersome
construction of another PES �see Sec. II B�, we performed
all the calculations presented here in the diabatic representa-
tion. The price to pay is that the effective barriers in the
simulations are slightly overestimated, since nuclear tunnel-
ing effects and resonances, which would be inherently
incorporated26 in an adiabatic picture, are neglected in such a
diabatic representation. Fortunately, these effects are typi-
cally negligible in high-dimensional, heavy systems51,52 such
as the one addressed in this work.

D. Calculational details

In all presented MD and SH simulations, the initial con-
ditions are chosen to model a molecule in the vacuum limit,
in which it does not interact with the aluminum surface.
Therefore, the initial center-of-mass distance between the
oxygen molecule and the surface is always 5 Å. Also, a
certain amount of energy E is assigned to the translational
motion perpendicular to the surface. The initial oxygen-
oxygen distance and vibration is chosen to model the zero-
point energy of the free molecule ��0.1 eV� in the so-called
quasiclassical approximation.53 In the beginning, no kinetic
energy is assigned to the rotational and to the lateral center-
of-mass degrees of freedom, but their initial values are also
chosen randomly to uniformly examine all possible initial
conditions. To sample the whole phase space and to converge
the calculations with respect to the electronic transitions, at

least 2000 trajectories have been computed for each of the
data points in the following figures. When a higher accuracy
was needed, as in Sec. III B for instance, up to 2 000 000
trajectories have been computed. In each case, the calcula-
tion of the individual trajectories is stopped when one of the
following conditions is reached: molecules are regarded as
reflected if the center-of-mass distance to the surface exceeds
5 Å and considered to be dissociated if the oxygen-oxygen
distance exceeds 2.0 Å. The latter stopping condition can be
inferred from an inspection of the PESs.14 Furthermore, ad-
ditional test runs were performed in which a larger O-O dis-
tance of 2.4 Å was used which did not change the classifi-
cation of the trajectories. The maximal time interval for one
trajectory is chosen so that virtually all molecules eventually
fulfill one of these two conditions. Naturally, the conver-
gence of the results with respect to the presented calcula-
tional details and with respect to the numerical integration
routines has been examined extensively.54

III. RESULTS AND DISCUSSION

A. Sticking coefficient

The sticking coefficient S0�E� at normal incidence, i.e.,
the probability of dissociative adsorption as a function of the
incident translational energy E for a molecular beam oriented
perpendicular to the surface, is the basic observable that we
are going to discuss while investigating the nonadiabatic dy-
namics of this system. As shown in Fig. 2, it exhibits an
S-like shape in the experiments—a typical evidence for an
activated process. MD calculations on the adiabatic PES
alone, however, yield a sticking coefficient of constantly
100% even at thermal incident energies13 due the almost
complete absence of barriers14,55 on the respective PES. Con-
versely, MD simulations on the triplet PES reproduce the
measurements more than satisfactorily, as already discussed
in the introduction.

With respect to the MD simulations performed on the trip-
let PES alone,13,15 the inclusion of nonadiabatic transitions
within the surface-hopping method changes the simulated

0 0.2 0.4 0.6 0.8 1
E (eV)

0

20

40

60

80

100
S

0
(%

) experiment
adiabatic MD
triplet MD
SH: V

ts
= V

min
SH: V

ts
= V

max

0 0.5 1 1.5 2
E

barrier
(eV)

0

2

4

6

pr
ob

ab
ili

ty
(a

rb
.u

ni
ts

) adiabatic PES

triplet PES

effective SH PES

Vacuum 1 2 3 Surface
reaction path (Å)

0

0.1

0.2

po
te

nt
ia

ls
(e

V
)

singlet

triplet

(b)(a)

FIG. 2. �Color online� �a� Sticking coefficient S0�E� as computed by molecular dynamics �MD� on the triplet potential-energy surface and
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sticking coefficient only quantitatively, but not qualitatively.
At large incidence energies, there is obviously no substantial
difference at all. The impinging oxygen is able to overcome
the barriers anyway, regardless of any occurring electronic
transitions. In contrast to this, molecules at medium veloci-
ties are not always able to overcome the barriers on the trip-
let PES. Whereas such molecules are repelled in the triplet
MD calculations, they can dissociate by switching to the sin-
glet PES in the SH simulations as soon as they reach the
respective crossing point �see Fig. 1�a�	. The probability for
such an electronic transition to occur depends on the cou-
pling of the two electronic states so that the relative increase
in dissociation found in the SH simulations varies with the
coupling strength. Last but not least, the triplet MD and the
SH simulations yield the same sticking coefficient at the
smallest incident energies below 150 meV. Molecules that
are not even capable of reaching the crossing point are also
not able to benefit from the possibility of an electronic tran-
sition. This might seem surprising at first, since one may
expect at least some triplet-singlet crossing points to occur
also in this low energy regime. However, this is not the case.
As exemplarily shown for the bridge site in the inset of Fig.
2�b�, the crossing point and the top of the barrier almost
coincide even in geometries that exhibit barriers well below
150 meV. As a consequence, the sticking coefficient is not
affected by the switches in these setups in spite of the fact
that there is a high probability for such transitions at these
low velocities.

These effects can be studied more systematically on the
basis of the actual barrier heights that the molecules experi-
ence on the individual PESs in the sudden approximation. To
determine this statistical distribution, we inspected the
minimum-energy path on a large number of elbow plots by a
two-dimensional, self-implemented56 climbing-image
nudged elastic band57,58 method. Both the histograms of the
barriers found on the adiabatic PES and on the triplet PES
are shown in Fig. 2�b�. The effective barriers experienced by
the impinging molecules in the surface hopping simulations,
however, depend on the probability for an electronic transi-
tion and thus both on the coupling and on the velocity of the
molecules. At fast velocities and for a minute coupling, the
molecules stay on the triplet PES and thus behave as in the
triplet MD simulations. In this limit, the barrier distribution
of the triplet state describes the dynamics best. Conversely,
the impinging molecules switch to the singlet state almost
instantaneously while bypassing the crossing seam at low
velocities and for huge couplings. In this limit, the energetic
location of the crossing points can be regarded as an effective
barrier distribution.

As shown in Fig. 2�b�, the average height of these effec-
tive barriers has also been determined59 by means of the
climbing-image nudged elastic band method. The resulting
barrier distributions substantiate the previous findings of the
simulations. The adiabatic PES is unactivated for the large
majority of geometries and even in the case of a hindered
dissociation the arising barriers are typically smaller than 0.5
eV. In contrast to this, the triplet PES exhibits exclusively
activated entrance channels with a broad distribution of bar-
riers that ranges from approximately 40 meV up to more than
1.5 eV. These barriers are drastically reduced by the occur-

rence of electronic transitions at the crossing points, the en-
ergetic height of which is 0.5 eV at most. However, the low-
est occurring barriers are not modified due to the reasons
discussed before.

Please note that the great majority of these barriers lies in
the entrance channel, i.e., before the oxygen molecule starts
to dissociate and the oxygen atoms move apart. Accordingly,
no distinct influence of the vibrational state on the dissocia-
tion probability is expected. Nevertheless, the vibrational en-
hancement found in the experiment12 at small incident ener-
gies is well reproduced54 by the simulations and can be
traced back to an effective lowering and even a vanishing of
the barriers due to an adiabatic energy transfer60 occurring in
the nuclear dynamics from the vibrational degree of freedom
onto the translational one. However, this effect does not de-
pend on the nonadiabatic transitions and is equally found in
MD simulations on the triplet PES alone.

B. High-energy scattering

Although the hitherto presented simulations reproduce the
experimental data successfully, this does not explicitly prove
the hypothesis13 that nonadiabatic spin transitions indeed
play a decisive role in the dynamics of the triplet oxygen
molecules at the aluminum surface. Therefore, we searched
for a possible experimental setup that is able to unambigu-
ously demonstrate the occurrence of such transitions. The
fact that the triplet PES exhibits barriers as high as 1.5 eV
might indeed offer a route toward experimental verification:
For incident energies that are larger than the triplet-singlet
gap ��1 eV�, energy conservation does no longer prohibit a
conversion of triplet into singlet molecules during the back-
scattering. If such singlet molecules were detected in the
reflection channel, the nonadiabaticity of the scattering pro-
cess could be experimentally proved.

To investigate the feasibility of such a measurement, we
focus on the reflection coefficient R0�E�=1−S0�E�, i.e., the
probability for a molecule with perpendicular incidence to be
repelled back into the vacuum as a function of the initial
translational energy E. As shown in Fig. 3, we indeed find a
small amount of molecules ��5%� that are reflected in the
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FIG. 3. �Color online� Reflection coefficient at high incident
translational energies as computed by MD on the triplet PES and by
Tully’s SH method for a minimal and a maximal coupling of the
triplet and the singlet PES.
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triplet MD simulations due to the barriers on the triplet PES.
The larger the incident energies, the less probable such back-
scattering events obviously become. For incident energies
above 1.5 eV, for which the triplet PES does not exhibit any
barriers anymore, the reflection coefficient does however not
drop to zero but levels off at a value of 1.4%. In this energy
regime, the translational movement is so fast that the oxygen
molecules approaching the surface in an unfavorable geom-
etry are not able to dissociate in the small time interval be-
fore being backscattered since they do not follow the
minimum-energy path anymore.

Not too surprisingly, the SH simulations with a minimal
coupling closely resemble the triplet MD calculations. For
such huge velocities and a minute coupling, oxygen behaves
diabatically, i.e., it just stays on the triplet PES in almost all
trajectories. In contrast to this, in the simulations with maxi-
mal coupling, a significant amount of molecules still relaxes
to the singlet PES, which exhibits no barriers, as soon as the
crossing point is passed. Accordingly, the associated SH
simulations yield only a minute reflection coefficient that
slightly increases with larger incident energy. Even for such
a huge coupling, the probability for electronic transitions de-
creases with larger velocities, so that for large incident ener-
gies, more and more molecules stay on the more repulsive
triplet PES and are backscattered. Still, this effect is almost
negligible even for the fastest molecules. Regardless of the
coupling, the already small reflection probabilities are even
further diminished as soon as one gives up the frozen sub-
strate approximation �see Sec. III D�. Even worse, less than
3% of these reflected molecules are found in the singlet state
upon reflection, so that only 0.01% of all incident molecules
result in a backscattered singlet molecule at most, even in the
frozen substrate approximation. This fact makes an experi-
mental detection of the nonadiabatic transition in the pre-
sented way factually impossible.

C. Singlet scattering

The sticking coefficient S0�E� of triplet molecules dis-
cussed above does not provide an unambiguous experimental
evidence for the occurrence of nonadiabatic spin transitions.
This is principally caused by the fact that this typically in-
spected observable is not particularly sensitive to the occur-
ring electronic transitions. For the same reason, also a pure
triplet MD approach yields a more than satisfactory agree-
ment with the experimental data �see Sec. III A�. To actually
nail down the influence of the spin transitions on the reaction
dynamics experimentally, a complementary process that is
significantly more sensitive to the transitions has to be found.
Indeed, we could identify19 the dissociative adsorption of
singlet oxygen molecules to provide for experimental ob-
servables that strongly depend on the occurrence of such spin
transitions. A comparable strategy has already been used in a
recent combined experimental and theoretical study61 to
demonstrate the importance of spin selection rules for O2
interacting with small Al anion clusters ��10–20 atoms�. In
this work, an odd-even pattern in the reactivity of triplet
oxygen has been found as a function of the number n of
atoms in the Al clusters, whereas no such pattern has been

found for the reaction of singlet molecules with these clus-
ters. These studies motivated further studies addressing the
dynamics of singlet oxygen, for example, in the combination
with other metal surfaces such as Ag�100�.62 Also in this
theoretical work, the dissociation probability of singlet oxy-
gen molecules at the surface is predicted to be almost 1 order
of magnitude larger than the one of triplet molecules with the
same kinetic energy.

In our simulations, we studied the dynamics of singlet
oxygen molecules impinging in normal incidence on the alu-
minum surface at various kinetic energies. In the following,
we will concentrate on two complementary observables that
will allow us to understand the nonadiabatic processes active
in the reaction. First, we will inspect the total amount of
backscattered molecules as function of the incident transla-
tional energy, i.e., the reflection coefficient R0�E�. In a second
step, we will also inspect the relative amount of molecules
that are backscattered in the triplet state, i.e., the relative
triplet yield RT�E� /R0�E�, which turns out as the actual fin-
gerprint of the nonadiabatic transition.

As shown in Fig. 4, the probability of backscattering rises
with increasing kinetic energy in the case of a minimal cou-
pling. Although the singlet PES does not exhibit any barriers
at all, some molecules at high velocities are reflected on this
PES before the oxygen molecules are able to dissociate. The
higher the incident energy, the more probable such a process
obviously becomes. Therefore, the respective SH simulations
resemble MD simulations on the singlet PES closely, apart
from a constant offset. This difference is caused by the fact
that in the backscattering process, a reallocation of the trans-
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lational energy onto the other degrees of freedom occurs.
Such vibrational or rotational excited molecules might not
have the translational energy to escape the surface on the
singlet PES anymore. While such molecules become trapped
close to the surface and then finally dissociate in the singlet
MD calculations, such molecules can escape in the SH simu-
lations by switching to the triplet PES, thus gaining the en-
ergy of the singlet-triplet splitting which helps them to leave
the surface. This mechanism leads to an exponentially in-
creasing reflection coefficient at small incident energies, for
which almost all backscattered molecules leave the surface in
the triplet state.

Intuitively, one might expect the same mechanism to be
active also in the case of the maximal coupling �see Fig. 5�.
This is indeed the case at large incident energies, for which a
small amount of molecules is backscattered on the singlet
PES and then partially escapes the surface in the triplet state.
The increased coupling favors the transition to the triplet
state and thus increases both the total amount of reflected
molecules as well as the relative fraction of triplet oxygen. A
totally different mechanism, which is not active in the simu-
lations with the minimal coupling, causes an exponentially
decreasing reflection coefficient for low and medium inci-
dent energies in the simulations with the maximal coupling
that is 1 order of magnitude larger. When approaching the
surface, the strong coupling destabilizes the singlet state, so
that a decay to the triplet ground state becomes extremely
probable even while the crossing seam is approached. Thus
the great majority of the molecules hit the surface on the
triplet PES, on which there are barriers as high as 1.5 eV
present �see Fig. 2�b�	, so that a backscattering event is or-
ders of magnitude more likely than on the unactivated singlet
PES. Consequently, one would expect the singlet reflection

probability to be similar to the one of triplet molecules that
hit the surface with a comparable kinetic energy E+�Ets.

A comparison to such a shifted triplet MD reflection co-
efficient surprisingly reveals that the respective reflection
probability of the singlet molecules is even higher, as shown
in Fig. 5. During the nonadiabatic relaxation to the triplet
state, which does not exclusively occur at the crossing point
but also in its proximity where the two PESs do not coincide,
the surplus of potential energy is reallocated onto all degrees
of freedom. Since this allotment is performed along the
nonadiabatic coupling vector �see Sec. II�, not all the poten-
tial energy stored in the triplet-singlet gap Ets is transferred
onto the translational degrees of freedom, which are princi-
pally responsible for surmounting the barriers. Rather, also
the vibrational, rotational, and lateral center-of-mass degrees
of freedom, which do not promote the dissociation as
strongly or might even hinder it, gain a certain portion of
kinetic energy, which is then missing in the perpendicular
translational motion. Consequently, these simulations are not
directly comparable to the triplet MD, in which the complete
amount E+�Ets is assigned to the translational degree of
freedom perpendicular to the surface.

The fact that there are two different mechanisms active at
low incident energies depending on whether the minimal or
the maximal coupling is employed becomes evident when
inspecting the velocities that the triplet molecules exhibit in
the reflection channel. Figure 6 shows the average kinetic-
energy gain that an incident singlet molecule experiences
when being backscattered as a triplet. Since these data have
been derived from the velocities that the reflected triplet mol-
ecules exhibit back in vacuum, the plots include both the
energy rearrangement due to the nonadiabatic transition and
also all adiabatic energy redistribution processes that occur
during the backscattering dynamics. The two different
mechanisms active at low incident energies result in a quali-
tatively different reallocation of the energy. At an incident
energy of 0.2 eV for instance, the strongest energy gain oc-
curs in the translational degrees of freedom for the minimal
coupling, whereas it occurs in the rotational channel for the
maximal coupling.

The fact that the triplet-singlet conversion results in a
kinetic-energy gain also facilitates the realization of the pro-
posed experiment. At low incident energies, there is no need
to detect the electronic character of the backscattered mol-
ecules by, e.g., phosphorescence, since energy conservation
allows to disentangle the contributions of the two molecular
species by measuring the kinetic-energy distribution of the
reflected molecules63 even in the case of a mixed triplet-
singlet incident molecular beam. If any of the degrees of
freedom exhibits an energy that is not compatible with the
translational energy that the molecular beam initially exhib-
its, a transition from the singlet state must have happened. It
is thus sufficient to perform a time-of-flight �TOF� measure-
ment to unambiguously detect a significant amount of triplet
oxygen through the respective kinetic-energy gain.

D. Frozen substrate approximation

To further substantiate our findings, we also inspected the
role of the surface mobility, which has not been accounted
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for in the hitherto presented calculations. As mentioned be-
fore, the employed potential-energy surfaces14 solely depend
on the degrees of freedom of the oxygen but not on the ones
of the aluminum atoms. In this so-called frozen substrate
approximation, no energy dissipation into the bulk is pos-
sible so that our description of the dynamics close to the
surface, where the adsorption energy of the oxygen molecule
is freed, is certainly defective. For the actual triplet dissocia-
tion probability at low incident energies, which is basically
determined by the barriers present in the entrance channel
�see Sec. III A�, the dynamics of the bulk atoms can gener-
ally be neglected. Still, the frozen substrate approximation
might affect the reflection coefficients for the singlet oxygen,
in the dynamics of which backscattering processes close to
the surface play an important role.

To overcome the frozen substrate approximation, we
performed simulations with an additional surface
oscillator,18,52,64–66 which can account for the possible en-
ergy transfer between molecule and bulk in hindsight, i.e., on
the basis of potential-energy surfaces derived within the fro-
zen substrate approximation. For this, the aluminum slab is
permitted to oscillate as a whole in a harmonic potential, so
that the actual molecule-surface distance does then not solely
depend on the Cartesian center-of-mass coordinate z of the
oxygen anymore but also on the amplitude of the surface
oscillator z̃. Thus, both the diagonal and the nondiagonal
potential matrix elements that enter the surface hopping
simulations in Eqs. �4� and �5� have to be formally adjusted
to reflect this additional dependence

Vij�. . . ,z, . . .� →
Surf. Osci.

Vij�. . . ,�z − z̃	, . . .� . �17�

Furthermore, the auxiliary harmonic potential of the slab,
which does not depend on the electronic state, is added to
each of the diagonal elements of the potential matrix

Vii
7D� ¯ � = Vii� ¯ � +

�


2
z̃2, �18�

whereas no additional coupling term is added to the nondi-
agonal elements. Analogously, this model can be extended to
also allow for an oscillation of the slab with respect to the

lateral surface coordinates, as done in all the simulations
presented below. Although such a surface oscillator does not
yield any additional information about the actual motion of
the individual aluminum atoms, it effectively incorporates
the energy-transfer effects in between the slab and the mol-
ecule into the simulations. For the frequency 
 of the har-
monic potential in Eq. �18�, a value of 70% of the experi-
mental Debye frequency ��34 meV� of the bulk67 has been
used since previous studies showed66,68,69 that this fraction is
best suited to model the energy dissipation. For the exact
same reason, 3 times the mass of a single aluminum atom is
assigned to the surface oscillator to account for finite-size
effects.52,64 In the herein presented calculations, a kinetic en-
ergy that corresponds to a temperature of 330 K has been
assigned to the surface vibration in the initial condition.
However, no significant dependence on this parameter has
been found in the temperature regime at which the experi-
ments are typically performed.3,8,12,70

Not too surprisingly, the sticking coefficient for incident
triplet molecules is hardly affected by the surface oscillator
at all due to the fact that this observable is principally deter-
mined by the dynamics in the entrance channel. As a matter
of fact, absolute changes of 	3% due to the inclusion of the
surface oscillator have been found in the simulations at
most54 and are thus not further detailed in this work. In the
high-energy scattering regime discussed in Sec. III B, how-
ever, the already minute reflection coefficients are even fur-
ther diminished due to the surface mobility.

In contrast to this, the surface oscillator affects the reflec-
tion coefficient for singlet molecules in a much more pecu-
liar fashion that sheds light on the underlying transition
mechanisms. In the case of a maximal coupling, the effects
are again minute, as shown in Fig. 7. At large incident ve-
locities, the surface mobility favors dissociation as intu-
itively expected, since the motion of the aluminum atoms
offers a dissipation channel for the incident energy. At low
velocities, the inclusion of the surface oscillator leads to a
slight increase in the reflectivity. Already when climbing the
barriers, the molecules lose a small portion of their kinetic
energy to the surface oscillator due to Newton’s second law.
In certain cases, this minute energy transfer is already suffi-
cient to hinder the surmounting of the respective barriers.
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FIG. 6. �Color online� Average kinetic energy gained by singlet molecules when being converted to triplet molecules in the backscattering
process at the aluminum surface for a �a� minimal coupling; �b� maximal coupling.
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However, the net effect is again minute, since these pro-
cesses occur far away from the surface.

We find a more pronounced influence of the surface mo-
bility in the surface-hopping calculations with a minimal
coupling, as also shown in Fig. 7. At large incident energies,
the reflection probability drops to zero. The incident mol-
ecules become trapped close to the surface due to the energy
loss to the surface oscillator when hitting the aluminum and
thus eventually dissociate. The exact same mechanism is ac-
tive at low incident energies, as also discussed before. How-
ever, the energy dissipation through the bulk slows down the
oxygen even more, so that a transition to the triplet state
becomes more and more probable in spite of the minute cou-
pling value. Accordingly, we find an increase in both the total
and the relative yield when the mobility of the surface atoms
is accounted for.

IV. CONCLUSION

In this work, we extended previous MD studies13 of the
dissociative adsorption dynamics of oxygen on the aluminum
surface by including multiple PESs associated to different
spin configurations in the dynamics by means of Tully’s
fewest-switches algorithm. Apart from reproducing the ex-
perimental sticking coefficient at normal incidence, this ap-
proach additionally allows to study the characteristics of the

underlying nonadiabatic transitions in detail. This knowledge
allows to propose experiments that are able to unambigu-
ously identify the occurrence of such spin transitions.
Whereas the detection of the triplet-to-singlet conversion in
high-energy-scattering experiments is highly unlikely, a non-
zero probability for the singlet-to-triplet conversion in scat-
tering experiments with a beam of singlet oxygen molecules
has been found even in the limit of an unrealistically small
coupling. If we additionally include the motion of the sub-
strate atoms in our model, the determined yields are either
not altered significantly or even enhanced. Depending on the
coupling strength, two different mechanisms, which result in
different kinetic-energy distributions in the reflection chan-
nel, have been found in the singlet-to-triplet conversion dy-
namics. An experimental determination of these distributions
does thus allow �a� to prove the nonadiabaticity of this reac-
tion and �b� to draw conclusions on the character of the on-
going transitions.
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